
Unilong Industry Co., Ltd
Add:Shuntai, No.2000 Shunhua Rd, High-TechZone,Jinan City,Shandong Province, China

Contact: +86 13356670490

CERTIFICATEOFANALYSIS
Product name Oleamide Quality level Premium product

Sample weight 500g Sampling date 2023.09.26

Sample number 0926 Report date 2023.09.26

Indicator name Unit Standard value Analysis value

Appearance

White or light
yellow, powdery or

granular
White powder

Chroma Gardner ≤ 4 1

Melting process ℃ 71-76 73.1

Iodine value gl2/100 g 80-95 87.02

Acid value mg KOH/g ≤ 0.8 0.523

Moisture % ≤ 0.1 0.01

Mechanical
impurities

Φ0.1-0.2mm pieces/10g ≤ 10 0

Φ0.2-0.3mm pieces/10g ≤2 0

Φ≥0.3mm pieces/10g 0 0

Active ingredient
content

(based on amide)
% ≥98.0 98.7

Test results Qualified

Analyst: Wen Qian

Quality Assurance Officer: Zhan Peng
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