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Certificate of Analysis

Product Name: Dodecyl Benzene

CAS NO. : 123-01-3

Batch No. : 23032501

Inspection Date: 2023-03-25

Expiry Date: 2024-03-24

Report Date: 2023-03-25

Items Standard Result Test Method

Appearance A liquid that is

white,

transparent, and

free of

suspended

solids

A liquid that

is white,

transparent,

and free of

suspended

solids

visualization

Density(20℃)，g/m 0.855-0.870 0.8566 GB/T1884-2000

Boiling Range，℃ 5% ≥280 GB/T6536-2010

95% ≤310

HAZEN ≤10 1 GB/T5177-2008

Linear Alkylbenzene，% ≥94 94.3 GB/T5177-2017

Bromic Bond (gBr/100g) ≤0.02 0.007 GB/T5177-2008

Refractive Index 1.4820-1.4850 1.4831 GB/T614-2006

Moisture (%) ≤0.010 0.0065 GB/T380-1995

Mean Relative Molecular Mass 238-250 241.6 GB/T5177-2017

Flash Point (℃) ≥120 148 GB/T261-2008
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Kinematic Viscosity

(40℃)，(mm2/s)

4.0-4.8 4.28 GB/T265-1988

Carbon Distribution，% C9 一 0.7

GB/T5177-2017
C10 一 13.12

C11 一 30.07

C12 一 29.48

C13 一 26.37

C14 一 0.19

Results Complies
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